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SAMPLE 18-M2

B. Left weld toe. Etched

o. Area near the tip of the crack in B at higher
magnification

E. Area of the base metal three fields down under the
weld toe. Etched

Figure 14- 10 on top
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c. Base metal inside the angle, left side. Un-etched

Figure 15- 10 on top
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